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Gravix concrete units are heavily reinforced and difficult to damage. However, on occasion a unit may 
crack from being hit with equipment or dropped. Any unit damage resulting in rebar breakage or pullout 
must be replaced. Cracks deemed by the engineer of record to be repairable can be repaired using 
injected epoxy or polyurea sealant. Polyurea and epoxy joint filler products for concrete is increasingly 
used in the application of crack repair due to the materials being resistant to moisture and high adhesion 
properties. Also, in our experience, because the injected polyurea or epoxy is pushed in the crack, you 
may find it easier to fill the crack more completely. All sides of the crack must be injected and sealed to 
prevent moisture from entering.

If you have questions concerning this detail, please contact Earth Wall Products Engineering Department 
at 678.594.3451.
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Example of cracked unit requiring Epoxy or Polyurea injection repair.


